t%é’g./yz Ocean Safety

The Safest Ropes
%M/WM Linited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No : ACL/256/2022-2023
Coil Bale No : 2836

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No : 22DS2927

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 48 MM
Construction : 8 - Strands
Weight (KGS) ' 229.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 39500

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >
For Axiom Cordages Limited

ahn e

Manager (Tech.)

Quality Assurance Dept




O %&ﬂﬁz Ocean Safety

The Safest Ropes
%M/WM Yimited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No 2 ACL/257/2022-2023
Coil Bale No : 2837

Invoice No H 38/2022-2023
DNV-GL Cert No H N142ATUO

Coil Id No : 22DS2928

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1ISO 2307: 2019

TESTRESULTS

Size 5 48 MM
Construction i 8 - Strands
Weight (KGS) : 229.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 39500

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

pho @MD

Manager (Tech.) Quality Assurance Dept




%é’&z/yz Ocean Safety

The Safest Ropes
%m’a%m Dimited

Mahagaon Road, Betegaon, Boisar (EFast),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No ' ACL/258/2022-2023
Coil Bale No H 2838

Invoice No z 38/2022-2023
DNV-GL Cert No H N142ATUO

Coil Id No : 22DS2929

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 48 MM
Construction : 8 - Strands
Weight (KGS) : 229.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 39500

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

¢/ho qﬂ

Manager (Tech.) Quality Assurance Dept




%&ZV?Z Ocean Safety

The Safest Ropes
%M/aﬂj Simited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No . 22-037

Certificate No : ACL/259/2022-2023
Coil Bale No : 2839

Invoice No H 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No : 22DS2930

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN ISO 2307: 2019

TESTRESULTS

Size : 48 MM
Construction : 8 - Strands
Weight (KGS) ' 229.0
Length (MTRS) H 220
Minimum Breaking Load (KGF) : 39500

Per Standard BS EN I1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

Manager (Tech.) Quality Agsurance Dept




O % oy Ocean Safety

The Safest Ropes
%M/MM Simited

Mahagaon Road, Betegaon. Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No E ACL/260/2022-2023
Coil Bale No : 2840

Invoice No - 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No : 22DS2931

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size 5 64 MM
Construction : 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) - 220
Minimum Breaking Load (KGF) : 87550

Per Standard BS EN ISO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as ’

For Axiom Cordages Limited

o ]

Manager (Tech.) Quality Assurance Dept




%&Z‘/?Z Ocean Safety

The Safest Ropes
%m/a/aw %’m’[&z/

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No i 22-037

Certificate No : ACL/261/2022-2023
Coil Bale No : 2841

Invoice No H 38/2022-2023
DNV-GL Cert No z N142ATUO

Coil Id No : 22DS2932

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN ISO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction : 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN ISO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

oo &Y

Manager (Tech.) Quality Alssurance Dept




c%é'&lﬁz Ocean Safety

The Safest Ropes
%M/WM Limited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No 1 22-037

Certificate No H ACL/262/2022-2023
Coil Bale No . 2842

Invoice No : 38/2022-2023
DNV-GL Cert No H N142ATUO

Coil Id No 5 22DS2933

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN I1SO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction : 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentloned Ropes have been made as >

For Axiom Cordages Limited

ahs Cradl

Manager (Tech.) Quality Assurance Dept




%&bﬁz Ocean Safety

The Safest Ropes
%m/awﬂ Simited

Mahagaon Road. Betegaon, Boisar (East),
Taluka: Palghar, Dist Thane, Maharashtra- 401501

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No H ACL/263/2022-2023
Coil Bale No : 2843

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No 2 22DS2934

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN ISO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction s 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

e ho 9)

Manager (Tech.) Quality ssukance Dept




c%é'ﬂ/yz Ocean Safety

The Safest Ropes
gﬂ/’ﬁ/%ﬂ% %’m’lm/

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No : ACL/264/2022-2023
Coil Bale No : 2844

Invoice No H 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No : 22DS2935

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction i 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN I1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

Manager (Tech.) Quality %ssurance Dept




%ébm Ocean Safety

The Safest Ropes
%M/@Mﬁ Yimited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No : ACL/265/2022-2023
Coil Bale No : 2845

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No : 22DS2936

item: 8 Stftand Polypropylene Ropes as ber Standakd: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction H 8 - Strands
Weight (KGS) - 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned RoPes have been made as >

For Axiom Cordages Limited

Manager (Tech.) Quality %ssurance Dept




%&&/72 Ocean Safety

- The Safest Ropes
%M/ﬂ%w Limited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No 3 ACL/266/2022-2023
Cdil Bale No : 2846

Invoice No : 38/2022-2023
pNV-GL cert No : N142ATUO

Cbil Id No : 22DS2937

item: 8 Strarid Polypropylene Ropes as Per Standard: BS EN iSO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction ' 8 - Strands
Weight (KGS) - 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN ISO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as ’

For Axiom Cordages Limited

Manager (Tech.) Quality %\i}ssurance Dept




| %&ZV?Z Ocean Safety

The Safest Ropes
%M/ﬂﬂd Simited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane. Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No H 22-037

Certificate No z ACL/267/2022-2023
Coil Bale No . 2847

Invoice No H 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No : 22DS2938

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN IS0 2307: 2019

TESTRESULTS

Size H 64 MM
Construction : 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) ' 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

o Eprod)

Manager (Tech.) Quality Assurance Dept




%4’4/72 Ocean Safety

The Safest Ropes
%M/dﬂj i’mm

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No H 22-037

Certificate No : ACL/268/2022-2023
Coil Bale No : 2848

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No H 22DS2939

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN ISO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction : 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

a3 £

Manager (Tech.) Quality Assurance Dept




%&&/72 Ocean Safetﬂ

The Safest Ropes
gm/@am Yimited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No 8 ACL/269/2022-2023
Coil Bale No . 2849

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No : 22DS2940

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN I1SO 2307: 2019

TESTRESULTS

Size ' 64 MM
Construction : 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

sho G

Manager (Tech.) Quality Assurance Dept




%&Zﬁ/?z Ocean Safety

The Safest Ropes
%MWM Yimited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No ' 22-037

Certificate No > ACL/270/2022-2023
Coil Bale No H 2850

Invoice No § 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No H 22DS2941

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction x 8 - Strands
Weight (KGS) . 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

We do hereby certify that the above mentioned Ropes have been made as >

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

For Axiom Cordages Limited

o o

Manager (Tech.) Quality ‘Assurance Dept




c%éb./yz Ocean Safety

The Safest Ropes
%M/@W Simited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar. Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No E 22-037

Certificate No : ACL/271/2022-2023
Coil Bale No : 2851

Invoice No H 38/2022-2023
DNV-GL Cert No : N142ATUO

Cdil Id No . 22DS2942

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction i 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) g 220
Minimum Breaking Load (KGF) : 67550

We do hereby certify that the above mentioned Ropes have been made as
Per Standard BS EN 1SO 2307: 2019 and found to comply with.

<
>

For Axiom Cordages Limited

INS &

Manager (Tech.) Quality Assurance Dept




t%é'ﬂ./yz Ocean Safety

The Safest Ropes
%m’a%w Limited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401507.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No H ACL/272/2022-2023
Coil Bale No : 2852

Invoice No ! 38/2022-2023
DNV-GL Cert No 2 N142ATUO

Coil Id No H 22DS2943

item: 8 Strand Polypropylene Ropes as Per Standadrd: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction : 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as ’

For Axiom Cordages Limited

YN Ep?)

Manager (Tech.) Quality Assurance Dept



QC

QC


%&ZL/?Z Ocean Safety

The Safest Ropes
%m/a/am Q%'mlm/

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No g 22-037

Certificate No : ACL/273/2022-2023
Coil Bale No : 2853

Invoice No : 38/2022-2023
DNV-GL Cert No 2 N142ATUO

Coil Id No ¥ 22D$S2944

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction : 8 - Strands
Weight (KGS) H 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

We do hereby certify that the above mentioned Ropes have been made as
Per Standard BS EN 1SO 2307: 2019 and found to comply with.

N
>

For Axiom Cordages Limited

Manager (Tech.) Quality %ssurance Dept




C%/ﬂ/yz Ocean Safety

The Safest Ropes
%M/Ww %’m{m’

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No - 22-037

Certificate No H ACL/274/2022-2023
Coil Bale No z 2854

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No : 22DS2945

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN I1SO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction : 8 - Strands
Weight (KGS) H 407.0
Length (MTRS) : 220

Minimum Breaking Load (KGF) : 67550

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as ’

For Axiom Cordages Limited

Manager (Tech.) Quality ;%: ssurance Dept




| {Q/,ZZZL/;Z Ocean Safety

The Safest Ropes
gﬂ/‘d/%ﬂ% Simited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501,

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No H 22-037

Cettiticate No : ACL/275/2022-2023
Coil Bale No : 2855

Invoicé No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No : 22DS2946

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN ISO 2307: 2019

TESTRESJLTs

Size H 64 MM
Construction : 8 - Strands
Weight (KGS) g 407.0
Length (MTRS) H 220
Minimum Breaking Load (KGF) : 67550

We do hereby certify that the above mentioned Ropes hﬂ‘“ﬂ b&qn made as >

Per Standard BS EN 1SO 2307: 2019 and found to comply wi\h.

For Axiom Cordages Limited

YN )

Manager (Tech.) Quality Assurance Dept




%&'ﬁ/ﬂ Ocean Safety

The Safest Ropes
%M/a%w Simited

Mahagaon Road. Betegaon, Boisar (East),
Taluka Palghar, Dist. Thane. Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22.037

Certificate No : ACL/276/2022-2023
(:oi* Aalé No : 2856

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

coil Id No : 22082947

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 84 MM
Construction : 8 - Strands
Weight (KGS) :  407.0
Length (MTRS) z 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN I1SO 2307: 2019 and found to compiy with.

We do hereby certify that the above mentipned Ropes have been made as »

For Axiom Cordages Limited

ofno @w?/)

Manager (Tech.) Quality Assurance Dept



QC

QC

QC

QC

QC

QC

QC

QC

QC


%é'g/yz Ocean Safety

The Safest Ropes
%M/@Mﬂ Simited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No % ACL/277/2022-2023
Coil Bale No 3 2857

invoice No i 38/2022-2023
DNV-GL Cert No ' N142ATUO

Coil Id No H 22DS2948

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN ISO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction : 8 - Strands
Weight (KGS) ¥ 407.0
Length (MTRS) H 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

I T

Manager (Tech.) Quality Assurance Dept




%&Z@/?Z Ocean Safety

The Safest Ropes
%M/a/m Limited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No H 22-037

Certificate No s ACL/278/2022-2023
Coil Bale No : 2858

Invoice No : 38/2022-2023
DNV-GL Cert No H N142ATUO

Coil Id No : 22DS2949

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction : 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

Manager (Tech.) Quality %ssurance Dept




eQ/,zzb/?z Ocean Safety

The Safest Ropes
%M/WM Yimited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

CF TEST AND EXAMINATION OF ROPE

P.O. No H 22-037

Certificate No g ACL/279/2022-2023
Coil Bale No z 2859

Invoice No : 38/2022-2023
DNV-GL Cert No - N142ATUO

Coil Id No £ 22D$2950

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size ' 64 MM
Construction : 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

We do hereby certify that the above mentioned Ropes have been made as
Per Standard BS EN 1SO 2307: 2019 and found to comply with.

<
>

For Axiom Cordages Limited

ado
Manager (Tech.) @no?/)

Quality Assurance Dept




| %&ZWZ Ocean Safety

The Safest Ropes
%M/@Mﬁ Yimited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No H ACL/280/2022-2023
Coil Bale No 5 2860

Iinvoice No H 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No £ 22DS2951

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction z 8 - Strands
Weight (KGS) 2 407.0
Length (MTRS) ' 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN I1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as »

For Axiom Cordages Limited

als &)

Manager (Tech.) Quality Assurance Dept




% Y Ocean Safety

The Safest Ropes
%m’z@wl Simited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No g 22-037

Certificate No : ACL/281/2022-2023
Coil Bale No : 2861

Invoice No - 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No H 22DS2952

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction : 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

We do hereby certify that the above mentioned Ropes have been made as
Per Standard BS EN 1SO 2307: 2019 and found to comply with.

For Axiom Cordages Limited

Lo &)

Manager (Tech.) Quality Assurance Dept




2%4'4/72 Ocean Safety

The Safest Ropes
%M/@MJ Simited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No : ACL/282/2022-2023
Coil Bale No H 2862

Invoice No : 38/2022-2023
DNV-GL Cert No ; N142ATUO

Coil id No : 22DS2953

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

size : 64 MM
Construction H 8 - Strands
Weight (KGS) A 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN 1SO 2307: 2019 and found to coimply with.

We do hereby certify that the above mentioried Ropes have heen made as »

For Axiom Cordages Limited

oo &)

Manager (Tech.) Quality Assurance Dept



QC

QC

QC

QC

QC

QC

QC


e%éb.”z Ocean Safety

The Safest Ropes
%//@MJ %’m’/u/

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No : ACL/283/2022-2023
Coil Bale No 3 2863

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Goil Id No - 22DS2954

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction H 8 - Strands
Weight (KGS) :  407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

We do hereby certify that the above mpntioﬂpd Romes have been made as
Per Standard BS EN 1SO 2307: 2019 and found to comply with.

~
>

For Axiom Cordages Limited

Manager (Tech.) Qualité Assurance Dept



QC

QC

QC

QC


%&ZV?Z Ocean Safety

The Safest Ropes
%M/@MJ Limited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No g 22-037

Certificate No ' ACL/284/2022-2023
Coil Bale No 3 2864

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No : 22DS2955

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction : 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) H 220
Minimum Breaking Load (KGF} : 67550

We do hereby certify that the above mentioned Ropes have been made as
Per Standard BS EN ISO 2307: 2019 and found to comply with.

<
>

For Axiom Cordages Limited

oo !

Manager (Tech.) Quality Assurance Dept




%{0&/72 Ocean Safety

The Safest Ropes
%M/@MJ Ezmzed

Mahagaon Road. Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.C. No : 22-037

Certificate No g ACL/285/2022-2023
Coil Bale No : 2865

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil id No : 22DS2956

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN ISO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction : 8 - Strands
Weight (KGS) H 407.0
Length (MTRS) . 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

dho )

Manager (Tech.) Cuality Assurance Dept




%&bwz Ocean Safety

The Safest Ropes
%M/WM Simited

Mahagaon Road, Betegaon. Boisar (East),
Taluka: Palghar, Dist. Thane. Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No : ACL/286/2022-2023
Coil Bale No : 2866

Invoice No . 38/2022-2023
DNV-GL Cert No g N142ATUO

Coil id No - 22DS2957

Iitem: 8 Strand Polypropylene Ropes as Per Standard: BS EN I1SO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction : 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

el @)

Manager (Tech.) Quality Assurance Dept




| %&bﬁz Ocean Safety

The Safest Ropes
%M/@Mﬂ Yimited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501,

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No i 22-037

Certificate No x ACL/287/2022-2023
Coil Bale No : 2867

Invoice No § 38/2022-2023
DNV-GL Cert No H N142ATUO

Coil Id No : 22DS2958

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size H 64 MM
Construction : 8 - Strands
Weight (KGS) 5 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

el o)

Manager (Tech.) Quality’Assurance Dept




VQ/,Z/&”Z Ocean Safety

The Safest Ropes
%///adaw %'m/e/

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401507.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No : ACL/288/2022-2023
Coil Bale No H 2868

Invoice No : 38/2022-2023
DNV-GL Cert No H N142ATUO

Coil Id No H 22DS2959

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN ISO 2307: 2019

TESTRESULTS

Size : 64 MM
Construction H 8 - Strands
Weight (KGS) : 407.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 67550

Per Standard BS EN I1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as ’

For Axiom Cordages Limited

alo )

Manager (Tech.) Quality Assurance Dept




%é’ﬁ% Ocean Safety

The Safest Ropes
%M/WM Yimited

CERTIFICA

OF TEST AND EXAMINATION OF ROPE

Mahagaon Road. Betegaon, Boisar (East),
Taluka' Palghar, Dist. Thane, Maharashtra- 401501.
Web: www.axiomcordages.com

P.O. No : 22-037

Ceftificate No : ACL/289/2022-2023
Coil Bale No : 2869

Invoice No : 38/2022-2023
DNV-GL Gert No : N142ATUO

Coil Id No : 22DS2960

Item: 8 Strand Polypropyletie Ropes as Per Standard: BS EN ISO 2307: 2019

TESTRESULTS

Size : 72 MM
Construction : 8 - Strands
Weight (KGS) :  515.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 84500

We do hereby certify that the above mentioneéd Ropes have been made as
Per Standard BS EN 1SO 2307: 2019 and found to comply with. '

~
>

For Axiom Cordages Limited

aho @wer)

Manager (Tech.) Quality Assurance Dept



QC

QC


e%ébl/?Z Ocean Safety

The Safest Ropes
gﬂ/’/d%% %’/m’fw/

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501,

CERTIFICATI

OF TEST AND EXAMINATION OF ROPE

P.O. No ! 22-037

Certificate No 2 ACL/290/2022-2023
Coil Bale No H 2870

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil id No : 22DS2961

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN ISO 2307: 2019

TESTRESULTS

Size : 72 MM
Construction ! 8 - Strands
Weight (KGS) H 515.0
Length (MTRS) H 220
Minimum Breaking Load (KGF) : 84500

We do hereby certify that the above mentioned Ropes have been made as
Per Standard BS EN ISO 2307: 2019 and found to comply with.

<
>

For Axiom Cordages Limited

oo o)

Manager (Tech.) Quality 'Assurance Dept




O c% oy Ocean Saféty

The Safest Ropes
%M/@Mﬂ Yimited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No s 22-037

Certificate No : ACL/291/2022-2023
Coil Bale No : 2871

Invoice No : 38/2022-2023
DNV-GL Cert No H N142ATUO

Coil Id No : 22DS2962

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 72 MM
Construction : 8 - Strands
Weight (KGS) : 515.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 84500

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes havé been made as >

For Axiom Cordages Limited

6o E?)

Manager (Tech.) Quality Assurance Dept




%fﬂﬂz Ocean Safety

The Safest Ropes
%M/WM b%'m/zd

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No : ACL/292/2022-2023
Coil Bale No : 2872

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No : 22DS2963

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 72 MM
Construction : 8 - Strands
Weight (KGS) : 515.0
Length (MTRS) H 220
Minimum Breaking Load (KGF) : 84500

We do hereby certify that the above mentioned Ropes have been made as »

Per Standard BS EN I1SO 2307: 2019 and found to comply with.

For Axiom Cordages Limited

o &)

Manager (Tech.) Quality’Assurance Dept




| %&Z‘ 477 Ocean Safety

The Safest Ropes
%M/@MJ Simited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No - ACL/293/2022-2023
Coil Bale No . 2873

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No 2 22DS2964

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 72 MM
Construction : 8 - Strands
Weight (KGS) :  515.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 84500

Per Standard BS EN 1SO 2307: 2019 and found to comply wﬂh.

We do hereby certify that the above mentioned Ropes have béeén made as >

For Axiom Cordages Limited

o gl

Manager (Tech.) Quality Assurance Dept




!%Z.ﬂ,/?z Ocean Safety

The Safest Ropes
gﬂ/z/zz/am Simited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No 3 22-037

Certificate No 2 ACL/294/2022-2023
Coil Bale No 3 2874

Invoice No : 38/2022-2023
DNV-GL Cert No H N142ATUO

Coil Id No : 22DS2965

item: 8 Strand Polypropylene Ropes as Per Standard: BS EN I1SO 2307: 2019

TESTRESULTS

Size : 72 MM
Construction - 8 - Strands
Weight (KGS) : 515.0
Length (MTRS) H 220
Minimum Breaking Load (KGF) : 84500

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

s G

Manager (Tech.) Quality Assurance Dept




O %&bﬁ/?z Ocean Safety

The Safest Ropes
%M/Wﬂj Yimited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501,

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No ¢ ACL/295/2022-2023
Coil Bale No : 2875

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil id No : 22DS2966

Item: 8 Strand Polypropylehie Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 72 MM
Construction ' 8 - Strands
Weight (KGS) : 515.0
Length (MTRS) 5 220

Minimum Breaking Load (KGF) : 84500

Per Standard BS EN I1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have heen made as >

For Axiom Cordages Limited

oo &)

Manager (Tech.) Quality Assurance Dept



QC

QC

QC


%&ZV?Z Ocean Safety

The Safest Ropes
%M/WM Simited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No i 22.037

Certificate No : ACL/296/2022-2023
Coil Bdle No : 2876

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No : 22D$2967

Iitem: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size H 72 MM
Construction H 8 - Strands
Weight (KGS) : 515.0
Length (MTRS) z 220
Minimum Breaking Load (KGF) : 84500

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentiohéd Ropes have been made as >

For Axiom Cordages Limited

o Eprod)

Manager (Tech.) Quality Assurance Dept



QC


%&ZV?Z Ocean Safety

The Safest Ropes
%M/Wm Limited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Cettificate No : ACL/297/2022-2023
Coil Baie No : 2877

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil id No : 22DS2968

Item: 8 Strand Polypropyiené Rohéls as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 72 MM
Construction i 8 - Strands
Weight (KGS) $ 515.0
Length (MTRS) : 220
Minimum Breaking Load (KG&F) : 84500

We do hereby certify that the above mentiched Ropes have heény made as
Per Standard BS EN ISO 2307: 2019 and found to comply with,

.
>

For Axiom Cordages Limited

o €pe)

Manager (Tech.) Quality Assurance Dept




%&ZV?Z Ocean Safety

The Safest Ropes
%M/@W Simited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar. Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No - ACL/298/2022-2023
Coil Bale No - 2878

Invoice No : 38/2022-2023
DNV-GL Cert No : N142ATUO

Coil Id No B 22DS2969

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN ISO 2307: 2019

TESTRESULTS

Size ' 72 MM
Construction : 8 - Strands
Weight (KGS) : 515.0
Length (MTRS) ' 220
Minimum Breaking Load (KGF) : 84500

Per Standard BS EN I1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

oo @)

Manager (Tech.) Quality Assurance Dept




%&ZV?Z Ocean Safety

The Safest Ropes
%M/@wd Simited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No : 22-037

Certificate No H ACL/299/2022-2023
Coil Bale No : 2879

Invoice No H 38/2022-2023
DNV-GL Cert No & N142ATUO

Coil Id No 3 22DS2970

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size 5 72 MM
Construction : 8 - Strands
Weight (KGS) : 515.0
Length (MTRS) - 220
Minimum Breaking Load (KGF) : 84500

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

oo &)

Manager (Tech.) Quality Assurance Dept




%&'owz Ocean Safety

The Safest Ropes
%M/WM g;’/fz/lm/

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No £ 22-037

Certificate No g ACL/300/2022-2023
Coil Bale No H 2880

Invoice No H 38/2022-2023
DNV-GL Cert No H N142ATUO

Coil Id No 2 22DS2971

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size ' 72 MM
Construction ' 8 - Strands
Weight (KGS) : 515.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 84500

Per Standard BS EN I1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

o

Manager (Tech.) Quality Assurance Dept




%&ZV?Z Ocean Safety

The Safest Ropes
%M/@W Simited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401507,

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O0. No : 22-037

Certificdte No : ACL/301/2022-2023
Coil Bale No H 2881

Invoice No : 38/2022-2023
DNV-GL Cert No H N142ATUO

Coil Id No : 22DS2972

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN 1SO 2307: 2019

TESTRESULTS

Size : 72 MM
Construction : 8 - Strands
Woeight (KGS) :  515.0
Length (MTRS) H 220
Minimum Breaking Load (KGF) : 84500

Per Standard BS EN 1SO 2307: 2019 and found tp comply with.

We do hereby certify that the above mentioneq Ropes mwe ﬂgen made as »

For Axiom Cordages Limited

oo @)

Manager (Tech.) Quality Assurance Dept




t%éb./?z Ocean Safety

The Safest Ropes
%M/WM imited

Mahagaon Road, Betegaon, Boisar (East),
Taluka: Palghar, Dist. Thane, Maharashtra- 401501.

CERTIFICATE

OF TEST AND EXAMINATION OF ROPE

P.O. No - 22-037

Certificate No : ACL/302/2022-2023
Coil Bale No H 2882

Invoice No : 38/2022-2023
DNV-GL Cert No 5 N142ATUO

Coil Id No : 22DS2973

Item: 8 Strand Polypropylene Ropes as Per Standard: BS EN ISO 2307: 2019

TESTRESULTS

Size g 72 MM
Construction H 8 - Strands
Weight (KGS) z 515.0
Length (MTRS) : 220
Minimum Breaking Load (KGF) : 84500

Per Standard BS EN 1SO 2307: 2019 and found to comply with.

We do hereby certify that the above mentioned Ropes have been made as >

For Axiom Cordages Limited

o @t

Manager (Tech.) Quality Assurance Dept




